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TEST REPORT

IS 16047 (Part 3) : 2018 / IEC 61960-3:2017
Secondary cells and batteries containing alkaline or other non-acid
electrolytes — Secondary lithium cells and batteries for portable
applications —Part 3: Prismatic and cylindrical lithium secondary cells, and

batteries made from them

ReportNo. .. ... ... ULR-TC622820000001047F
Date of issue...................... . 22122020
| Total number of pages................... 06
Testing Laboratory ... Intertek India Private Limited.
Salens ~ E-26. Block B-1, Mohan Co-Operative Industrial Area,
e s (Mattes Resd New Delhi 110044
B 34, SECTOR-85 NOIDA, GAUTAM BUDDHA NAGAR, UTTAR
NI - i i a2 PRADESH, 201305
Discipline . Electncal
Product Group Celis & Batteries
Test specification:
IS 16047 (Part 3):2018 / IEC 61960-3:2017
Standard. ... sl (0g oar g e nt)
Non-standard testmethod................. =
Test Report Form No.......ccccccvnnees - LFT-APAC-IN-OP-10t
VErSION... oot eeeaeneenee 17 Jun 2020
Test item description = Rechargeable Lithium Iron Phosphate Battery Pack
=~ CARYYOLT
Manufacturer .. CARYAIRE EQUIPMENTS INDIA PRIVATE LIMITED
Mode! / Type reference. .. ... ... Cvs1260C
Ratings. . .. 12.8V, 60Ah (768Wh)

Tested by (Name + Signature+ Function)........- Vineet Singh (Senior Engineer) Vf Ny
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